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Table 11

California Dept. of Transportation (Caltrans)
120 South Spring Street
Los Angeles, CA

Dust Sample Results

Date Sample Location Parts Per Million (ppm) Dominant Particulate
No. -
° cd Cr Ni | 7n Pb
10/7/02 01B DOB Basement 55 69 140 44,000 | 1,700 |Insufficient sample
Electrical office, Location 9
02B DOB Basement <11 <21 <43 5,800 200 |Insufficient sample
Repro area, Location 1.
03B DOX 4" Floor east side, from desk 87 22 36 220,000 | 3,200 |Insufficient sample
top
10/9/02 01B DOB 2" floor, Location 8. 70 <46 <77 87,000 | 1,700 |Ceiling tile/ceiling tile paint fragments; cellulose fibers &
fragments; non-ferrous metal corrosion particles
01B DOB 1* floor, Location 12. <14 <32 <54 6,400 96 |Dander, gypsum drywall fragments, cellulose fibers and
fragments.
02B DOB 1* floor, Location 11. Non-ferrous metal corrosion particles; paint/protective coating ‘1
Insufficient sample. particles; insect body parts; iron corrosion product, quartz
grains.
03B DOB 1* floor, Location 3. 120 <110 <190 130,000 2,200 | Non-ferrous metal corrosion particles; paint/protective coating |
particles; iron corrosion product; quartz grains; resinous
flakes/particles; soot
10/11/02 01B DOB 4™ floor, Location 10. 100 <71 <120 110,000 }20,000 |lron corrosion product; plaster chips; plant tissue fragments.
02B DOB 4" floor, Location 11. 38 72 <85 51,000 1,800 | Dander; cellulose fibers & fragments; iron corrosion product.
03B DOB 4" floor, Room 430. 49 <59 <98 55,000 2.300 |Polystyrene filter fragments; non-ferrous metal corrosion
particles; soot
10/15/02 01B DOB 5™ floor, Room 535. <190 <430 <710 39,000 740 | Dander; cellulose fibers
10/16/02 01B DOX 1% floor, column 1-5A. 87 23 33 220,000 3,400 | Non-ferrous metal coersion particles; poly styrene fiber
fragments; soot; iron corrosion product.
02B DOX 1* floor, column 1-7F. 100 33 38 220,000 4,500 | Non-ferrous metal corrosion particles; soot.
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Table II (Cont’d)
California Dept. of Transportation (Caltrans)

120 South Spring Street

Los Angeles, CA

Dust Sample Results

———
Cd = cadmium; Cr = chromium; Ni = nickel; Zn = zinc, Pb = lead
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Location Parts Per Million (ppm) Dominant Particulate
Cd Cr Ni Zn Pb
10/17/02 DOX 2™ floor, column 2-4B 60 23 37 210,000 3,700 Non-ferrous metal corrosion particles; soot; resinous
flakes/particles; paint/protective coating particles.
02B DOX 2™ floor, column 2-9B 54 130 <94 150,000 2,600 | Non-ferrous metal corrosion particles; cellulose fibers; soot;
iron corrosion product.
10/21/02 01B DOX 4™ floor, column 4-2F 57 26 60 88,000 2,800 Iron corrosion product; non-ferrous metal corrosion particles;
fibrous glass with resinous binder.
02B DOX 4* floor, column 4-6B 80 16 35 195,000 2,000 | Iron corrosion product; plaster chips; fibrous glass with
restnous binder.
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